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Particle Size Distribution
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% PassingSieve Size

Method:

Note:

NZS 4402:1986 Test 2.8.1

Percentage passing the finest sieve was
obtained by difference.

Limits
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4263µm

Drying by: Oven
Date Tested: 15/08/2018

Taupo QuarrySource:
Pumice SandMaterial:

Sample Details
ETAM18S-10843Sample ID:
07/08/2018Date Sampled:

NZ Grading FullSpecification:
NZS4407: 2015 Part 2.4.6.2.1Sampling Method:
35 Rangi Road, TakaniniProject Location:
Stockpile at quarrySample Location:

-Client Sample:
Result

Moisture Content (%) NZS 4402:1986 Test 2.1

Other Test Results
MethodDescription Limits

Date Tested
Solid Density (t/m³) NZS 4407:2015 Test 3.7.1
History
Date Tested

Tested By: Gurjiwan Brar

CLAY FRACTION
SILT FRACTION

Fine Medium Coarse
SAND FRACTION

Fine Medium Coarse
GRAVEL FRACTION

Fine Medium Coarse
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All tests reported herein have been performed in
accordance with the laboratory's scope of
accreditation.
{This document may not be altered or reproduced
except in full. This report relates only to the positions
tested.}
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